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Ultrasonic Impact Peening
[image: https://www.aaultrasonics.com/wp-content/uploads/2017/08/UIP-300x200-300x200.jpg]
Ultrasonic Impact Treatment (UIT), Ultrasonic Impact Peening (UIP), Ultrasonic Hammer Peening, Ultrasonic Needle Peening (UNP), Ultrasonic Peening (UP), and High-Frequency Mechanical Impact (HFMI) processes can be used to describe the same technology using high power ultrasonic systems to make surface impact peening treatments.
Ultrasonic Impact Peening is a cold working process that uses high frequency and high-velocity impact of a hard metal tool tip to plastically deform a material in order to introduce beneficial compressive residual stresses. These residual compressive stresses are produced by work hardening with the intent to replace residual tensile stresses in metal surfaces and welded joints. In weld joints, one significant objective is to improve the fatigue strength of welds that may be subject to dynamic stress conditions and susceptible to stress cracking.
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3rd Generation Hand Tool
Example Applications:
· Weld Joint Treatment (see below ….)
· Offshore Oil FSO & FPSO Vessels and Drilling Rig – Life Extension (see below ….)
· Wind Turbine Tower – Life Extension (see below ….)
· Rail Structures – Weld Fatigue Strengthening – – Life Extension (see below ….)
· Ultrasonic Hammer Peening for Tool & Die Polishing and Hardening (see below ….)
· Abrasion Resistance, Corrosion Resistance, Fatigue Life Extension, Increased Hardness
The ultrasonic impact peening system includes an ultrasonic generator power supply connected by a cable hose to the tool housing that contains an ultrasonic transducer assembly and the impact pin(s). The tool-housing tip holding the impact pin(s) is replaceable and can be designed in a wide range of options to allow for one or many pins in various arrangements to address many different applications. The tool housing can be optioned for hand-held operation or mounting to a robotic arm for automated applications.
The MPI design team can provide custom pins and pin holders for most any application. We offer standard tool designs working at 20 kHz and 35 kHz. Other custom frequency system are available on demand.
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4 Pin In-Line Tip
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6 Pin Circular Tip
Ultrasonic peening treatment can:
· 
· release harmful tensile residual stress,
· decrease stress concentration in a treated weld toe zone 
· Increase repair life from months to years
· Prevent fatigue and fracture of welded joints
· make grain refinement
· grain size reduction
· enhance low and high cycle fatigue and has been documented to provide increases up to ten times greater than non-treated ultrasonically peened specimens.[image: https://www.aaultrasonics.com/wp-content/uploads/2017/08/UP-fatigue-test-results-500x460-e1503048698955.jpg]
Benefits of Ultrasonic Peening (UP, UIT, UIP, UNP, HFMI):
· life extension of critical a components and welded assemblies
· improves weld joints for extended life
· weld treatment speed is typically in the range of 30-60 cm/min (1 – 2 ft/min)
· recondition problem welds and weld repairs
· reduces fatigue fracture and failure
· prevents stress cracking and corrosion cracking
· improves metal characteristics and performance
· removes inconsistencies in metals
· life extension saves on downtime and replacement cost
Why is Ultrasonic Impact Peening better than conventional Air Hammer Peening Tools?
· Ultrasonic Impact Peening requires only moderate pressure applied by the operator to the work piece and will provide a uniform treatment that is critical to the process finish. Air Peening Hammers require strong pressure applied to the base metal side in order to minimize deviations due to vibration.
· Conventional Air Hammer Peening is relatively slow and efficient work is not possible. Ultrasonic Impact Peening can be two to four times faster with significantly improved results.
· Because Ultrasonic Impact Peening tools produce significantly less vibration and noise the work environment is more comfortable and allows for extended work periods. Air Hammer Peening tools create significant noise and vibration to the operator hand and arm thereby limiting the daily working time.
 
Example Applications:
Weld Joint Treatment[image: https://www.aaultrasonics.com/wp-content/uploads/2017/08/UP-Fatigue-Test-460x300-300x196.jpg]
Ultrasonic Impact Peening (UIP, UIT, UP, UNP, HFMI) is typically a post-weld treatment that uses a high power ultrasonic hammer to treat the weld and is most commonly focused along the weld toe. The mechanism is similar to hammer peening however ultrasonically activated peening tools offer an improved, more consistent, and faster treatment. Weld toe treatment speed is typically in the range of 30-60 cm/min (1 – 2 ft. /min).
Ultrasonic Impact Treatment of the weld toe, the transition area between the weld and base metal, produces a smoothed radius that reduces the local stress concentration. The depth of the radius should be in the range of 0.5 – 0.7 mm. Due to the deformations produced in Ultrasonic Peening shallow surface cracks in welds are easily repaired. When done properly the process offers significantly improved fatigue strength.
Floating Storage and Offloading (FSO & FPSO) Vessels and Drilling Rigs:[image: https://www.aaultrasonics.com/wp-content/uploads/2017/08/FPSO-345x290-300x253.jpg]
Weld joints on offshore rigs are subject to constant stress and strain due to rough sea conditions. The same is true for Floating Storage and Offloading (FSO) vessels that are additionally subjected to the stresses of the cyclical loading, especially in fatigue prone areas. As the rig and vessel welds approach the end of their known fatigue life our clients are faced with the challenge of repairing and maintaining failing weld joints. Normal repairs to these high stress joints are often temporary and not sufficient for long term operation. By using our Ultrasonic Peening technology to dress repaired welds and also treat undamaged welds in high stress areas our clients can reset the fatigue life and add up to fifteen years of additional service life.
Ultrasonic Peening is a fatigue life improvement technique – 
[image: https://www.aaultrasonics.com/wp-content/uploads/2017/08/FPSO-crack270x170.jpg]
 
Ultrasonic peening can be the best option for fatigue life improvement of FSO & FPSO welds in high stress areas. The Ultrasonic peening technique involves the cold working of the weld toe and weld face and can improve the fatigue strength of full penetration weld configurations by up to four times.
Welds identified at particular points of structural integrity are targeted for Ultrasonic Peening treatment. The fatigue life extension of those specific welds will offer a general life extension of the offshore structure or vessel. This type of treatment is currently used to avoid or prevent fatigue cracks in high stressed weld connections in offshore structures.
[image: https://www.aaultrasonics.com/wp-content/uploads/2017/08/UP-bracket-FPSO-580x360-300x186.jpg]
If required our service partners can be contracted to perform this type of ultrasonic peening treatment in almost any offshore environment, confined or not, with or without rope access.
Ultrasonic Peening is used to avoid fatigue cracking –
Ultrasonic Peening treatment can often be used in any accessible area where relatively high stresses are present. The ultrasonic peening treatment will significantly help prevent fatigue cracks during the remaining service life of the installation. The treatment is so effective that it could extend the service life of any full penetration weld configuration by at least four times.
[image: https://www.aaultrasonics.com/wp-content/uploads/2017/08/UP-FSO-530x380-300x215.jpg]
Treatment can, for example, be carried out as a preventative or maintenance measure during a scheduled tank inspection thereby providing an easy way to avoid the onset of fatigue cracks in areas with difficult access such as inside cargo tanks. As the treatment targets only areas of high risk for fatigue cracks to develop it is relative quick work and can be done in approximately the same time as it takes for the inspection work to be finished. Our ultrasonic peening technology gives offshore operators a pro-active solution for fatigue related structural integrity challenges. By using ultrasonic peening the rig manager or the structural integrity engineer will be able to eliminate frequent shutdowns for structural repairs.
Ultrasonic Peening saves time and money – Preventative treatment or proper post weld repair treatment will protect future uptime and result in significant time and money savings. A typical offshore ultrasonic peening team consists of two ultrasonic technicians, an NDT inspector, and a QA & QC Engineer depending of the location to be treated and the accessibility. Through our service partners, our equipment is active in the world’s biggest offshore regions including the North-Sea, Gulf of Mexico and Brazil.
Wind Turbine Towers
Both land based and offshore wind turbine towers are subject to cyclical loading caused by gusting winds and rotor vibrations. Floating offshore towers are additional subject to sea waves. These conditions create high stress conditions for tower structure welds that require special consideration and solutions to enhance weld joint fatigue strength.
While some conventional solutions offer a bit of added fatigue strength none offer the proven and superior results achieved by Ultrasonic Impact Peening. UIP offers rapid and efficient weld toe reshaping that seals surface cracks, makes metal gain refinement, improves residual stress and gives significant fatigue strength improvement.
By targeting weld joints in high stress areas Ultrasonic Impact Peening can double the fatigue strength offering significant life extension of tower structures.
Railway Structures – Weld Fatigue Strengthening
Railway structures, as with all welded structures, are designed with a limited life span that is highly dependent on the fatigue strength of welds that are subject to dynamic stress conditions. In many cases that life span may be significantly reduced because the original structure designs were based on short sighted requirements that underestimated the number of train rail cars used and the frequency of use. Due to normal aging and the added stresses compounded by the added train weight and frequency of use many railway structures have prematurely reached or are approaching their end of life.
Ultrasonic Impact Peening is known solution for life extension of welded structures. It can stop crack propagation from the weld toe and slow propagation from the root as it passes through the treated toe zone. A railway structure may be inspected for cracking and treated by UIP while under live load conditions. Identified critical weld areas may be treated with UIP as a preventative measure to reset and make life extension of the welds.
UIP offers significant cost savings over other conventional solutions by eliminating the cost of added materials and providing a rapid treatment solution.
UIP will significantly improve the performance of welds and extend the fatigue life.
Ultrasonic Hammer Peening for Tool & Die Polishing and Hardening
Ultrasonic Impact Peening may be adapted for use in tool & die polishing and surface hardening.
UIP provides plastic deformation via the tool tip repetitive impacts and can offer many beneficial effects on the surface layers of various metallic materials. Effects include changes to the surface nanocrystalline structure, surface compressive residual stresses, work hardening of the surface, and surface deformation smoothing.
Benefits:
· Machine parts and die to a semi-finished tolerance
· High quality stamping dies without complex and expensive manual polishing
· Polish and harden tool & die in one operation
· Minimize lubricants to remove stamped parts
MPI design team can adapt our technology to your robotic application and design tips to your requirements. We can offer custom tip shapes, modify the impact force, and provide a range of multi-pin tips.


OFFSHORE DRILLING
In the North Seas, an offshore drilling rig takes a constant beating. Welds are exposed to enormous stresses. MPI-Peening Division helped the client to extend fatigue life of their aging offshore drilling rig, resetting fatigue life to zero and allowing fifteen additional years of revenue-generating service life.
AGING OFFSHORE INFRASTRUCTRE
Aging offshore structures are reaching the end of their design lives. Operators and drilling contractors, in conjunction with government regulatory bodies and class societies, are interested in safely extending the operational lives of these assets. Of paramount concern for ageing offshore infrastructure is maintaining structural integrity and extending the fatigue life. MPI-Peening Division offers a state of the art solution for extending the life of aging offshore infrastructure.
FATIGUE LIFE SITUATION
In 2007, the client sought a solution to extend the fatigue life of their semi-submersible drilling rig. The rig had seen 28 years of service in harsh North Sea conditions and the client determined that nearly all critical column bracing connections would exceed their design life and likely fail in the next 15 years. The client chose MPI-Ultrasonics because our solution for fatigue life extension is the best controlled and most efficient post-weld treatment option available in the industry. 
FATIGUE LIFE EXTENSION RESULTS
Following the shipyard work, the client determined Ultrasonic Impact Technology reset the fatigue life to zero and ABS granted a 15 year extension for the rig. In September 2010, the client executed the required 5-year special survey, performing an underwater inspection (in lieu of dry-docking) of all critical connections.  This detailed non-destructive examination found zero defects in welds treated by MPI Technology (UIT) Division. Following this inspection, the rig entered another long-term contract, continuing to generate revenue as a result of MPI UIT fatigue life extension technology. 
UIT EFFECTS
· REFURBISH OLD MATERIALS AND PREVIOUS REPAIRS
· PREVENT CRACKING FROM FATIGUE AND STRESS
· IMPROVE FATIGUE LIFE OF WELDED JOINTS AND STRUCTURES
UIT BENEFITS
· INCREASE RETURN ON INVESTMENT IN AGING ASSETS
· REDUCE REPLACEMENT OR REDESIGN COSTS
· INCREASE SAFETY WITH IMPROVED STRUCTURAL INTEGRITY
FATIGUE STRENGTH STUDY
MPI-Peening Division has repeatedly extended the life of ageing infrastructure and assets, from bridges to mining equipment to offshore rigs. MPI-Peening Division (UIT) Division can provide service onsite to maximize cost effectiveness for the customer. 
· Abrasion Resistance
· Corrosion Resistance
· Distortion Mitigation
· Fatigue Life Extension
· Increased Hardness
· Other
[bookmark: abrasion]Abrasion Resistance

Components in the military and aviation are challenged every day by some of the most extreme, demanding and severe environments in the world. Since lives depend on the reliability of these components, maintaining peak performance is a top priority. Frequently, equipment maintenance must be performed away from home and under less than ideal conditions. Esonix UIT provides a portable solution to impart compressive stresses in damaged components, increase the life of fatigue-limited components, increase material hardness and inhibit corrosion.
[bookmark: corrosion]Corrosion Resistance

Progress Rail's Ultrasonic Techology (UIT) first treated a highway bridge in 1995. In the ensuing decade, this business has expanded to a dozen states, thanks to outstanding results in various research initiatives from leading authorities such as the U.S. Federal Highway Administration, Lehigh University, the University of Texas, Stuttgart University and others. Esonix UIT has been shown to extend the life of bridges and other structures by a number of decades. UIT offers a portable solution that’s fast, easy to use and has been added to the codes that govern bridge maintenance.
[bookmark: distortion]Distortion Mitigation

Esonix UIT is a maintenance manager’s ideal solution. From decreasing downtime by tripling the life of a drive shaft to reducing costs by alleviating repetitive weld repairs, UIT brings measurable value to the manufacturing environment. UIT technical support teams are available on an as-needed basis to provide insight into how UIT can provide the greatest value and treat high stress areas onsite.
[bookmark: fatigue]Fatigue Life Extension

Running at 100% production capacity for months at a time takes a massive toll on equipment and components in this demanding industry that has little tolerance for downtime. Esonix UIT helps the industry combat downtime by offering a portable solution that improves problem areas, extends weld life and increases corrosion resistance in an easy to use, cost effective package.
[bookmark: increased]Increased Hardness

From crankshafts and brake rotors to structural weldments, Esonix UIT offers solutions that have never been available before to the Transportation industry. As new, lighter and stronger materials are being developed for use in Transportation, UIT enables improvements in design to reduce weight and fuel consumption. 
· Extended Life
· Decreased Downtime
· Improved Reliability
· Reduced Cost
· Other
[bookmark: extended]Extended Life

Today’s mature assets, heavy equipment, and infrastructure are expected to perform at a higher level for longer periods of time. Fatigue life is constantly pushed to the limit, and design breakthroughs in materials and processes drive this demand even higher. Service life extension of these assets is more critical than ever. UIT offers a way to extend the life of structures and components whether utilized in situ, or in the design phase.
[bookmark: decreased]Decreased Downtime

Any measure that can decrease downtime is a valuable investment for companies and industries that acutely understand that time is money. Esonix UIT offers a number of different ways to accomplish this.
[bookmark: improved]Improved Reliability

Having the confidence that your equipment will perform when called upon is priceless. UIT increases this confidence level by improving on weak points.
[bookmark: reduced]Reduced Cost
UIT provides cost reductions through a number of different approaches, such as use of a less expensive material, reduced weight or by avoiding major maintenance dollars through increased reliability.
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